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Drycleaning Performance Evaluation

Mr. Kinji Koteka 6/6/2016
Nippon Sangyo Corp. Yucoh

4-15-25 Minamirinkan Report# 99460
Yamato, Kanagawa, 2420006 Machine: Mitsubishi
Japan . Solvent: Perc.
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Graying % [Cotton) Yellowing {Cotton) Whiteness (Cotton)
Your result is: 7% Your result is: 1 Your result is: 91%
Poor Good Fair
Graying % (Poly/C) Yellowing (Poly/C) Whiteness (Poly/C)
Your result is: B% Your result is: 0 Your result is: 92%
Poor Excellent Good
Water Soluble Soil % Insoluble Soil %
Your result is: 96% Your result is: 94%
Excellent Excellent

Ranking Graying % Yellowing Whiteness % s uI:‘I;? FSD“ Salable
Poly/C Cotton Poly/C Cotton Poly/C Cotton % Soil %
Excellent (Top 25%) 0-4 0-3 <1 a1 92 96 £1-100 89-100
Good (Mid 25%) 5 4-5 1 1 89-92 92-96 42-80 83-88
Fair (Mid 25%) 6 6 2 2 . 85-88 85-91 1241~ . | 7382
Poor (low 25%) 6 =6 >2 2 <85 <85 <12 | <3
Your Score 8 7 0 T 92 91 96 94
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