DRYCLEANING & LAUNDRY
INSTITUTE INTERNATIONAL

Confidential Drycleaning Performance Evaluation

Kinji Kotake 12/2/2020

Nippon Sangyo Corp

4-15-25 Minami Rinkan Report # 100060

Yamato, 242-0006 Machine: DS 200
Japan Solvent: HFC-365 mfc
Graying % (Cotton) Yellowing (Cotton) Whiteness (Cotton)

Your result is: 3% Your result is: 0 Your result is: 98%
Excellent Excellent Excellent
a A &N
Graying % (Poly/C) Yellowing (Poly/C) Whiteness (Poly/C)
Your result is: 3% Your result is: 0 Your result is: 99%
Excellent Excellent Excellent
Water Soluble Soil % Insoluble Soil %
Your result is: -28% Your result is: 78%
Poor Fair
Rankin ing 9 i i 9 et
g Gray"lg % Ye"OW|ng Whiteness % Soluble Soil Insoluble
Poly/C Cotton Poly/C Cotton Poly/C Cotton % Soil %
Excellent (Top 25%) 0-4 0-3 <1 <1 >92 >96 81-100 89-100
Good (Mid 25%) 5 4-5 1 1 89-92 92-96 42-80 83-88
Fair (Mid 25%) 6 6 2 2 85-88 85-91 12-41 73-82
Poor (low 25%) >6 >6 >2 >2 <85 <85 <12 <73
0 99 98 -28 78

Your Score 3 3 0

See corrective measures on the reverse side
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